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Near Term Milestones %7

« Complete validation of Drip-Lip:ifoam
application process

» Complete validation ofi LH2Y/ iy Elange foam
application process

» Completevalidation ofiLH2 PAL Ramp foam
application process

* Move ET-120'to LH2 /IT Flange processing
work center
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